
Cr2O3 vs TiO2 For Pyropes From Alberta Samples

0.0

0.2

0.4

0.6

0.8

1.0

1.2

1.4

1.6

1.8

2.0

0 1 2 3 4 5 6 7 8 9 10 11 12 13 14

Cr2O3 (wt%)

Ti
O

2 
(w

t%
)

Diamond Inclusion Pyropes
Northern Alberta Pyropes (N54deg)
Southern Alberta Pyropes (S54deg)

Home


